PIINEHHSA
cneniaJizoBaHoi BUeHOT pagu
PO NPHUCY/KEHHS! CTYNeHs 10KTopa dinocodii

CreuianizoBana Buena paja HD 41.085.019 Opecbkoi JAepKaBHOI aKajemii
OyniBHUIITBA Ta apxitekTypu MiHicTepcTBa oCBiTH i Hayku Ykpainu, m. Opeca,
NPUHHSIA PIMIEHHS PO TIPUCY KEHHS CTyneHs NOKTopa (inocodii, ramysi 3uans
19 — ApxitekTypa Ta 6yaiBHMITBO Ha MiJCTaBi HPHIIOLHOTO 3aXHMCTy quceprarii
«beToHM  OCHOBM  OPOXKHBOTO ONAry 3  BHUKOPHCTaHHSAM  BTOPUHHHX
3alOBHIOBAYiB» 3a CremiajbHicTIO 192 — byniBHHIITBO Ta nMBiNBHA 1HXeHepis 4
4epBHs 2024 poky.

YucrsakoB Aprem Onexcanmposuu, 1997 POKY HapOKEHHS, TPOMaISHUH
Yxpainu, ocBita Buma. 3akiHumB y 2020 poui Opmechbky JIep)KaBHY aKaJeMiio
OyniBHUITBA Ta apXiTeKTypH 3a CerialbHiCTIO «bymiBHUITBO Ta mUBiNBHA
1HXeHepis». Acmipantypy B Opnechbkii JiepXkaBHii akanemii OyniBHMITBA Ta
apXITEKTYpH 3aKiHuMB y 2024 poti.

Hucepranito Bukonano B Opnechbkiii JAepXaBHiM akagemii GymiBHMITBA Ta
apxiTekTypu. Haykosuii kepiBauk - AOKTOp TeXHIYHUX HayK, Ipodecop, npodgecop
kaenpu aBTOMOGLIbHHX JIOpII' Ta aepoApOMiB, MPOPEKTOP 3 HAayKOBOI po6OTH
Onecekol mepxaBHOI akanemii OyniBHUITBA Ta apxitektypu KpoBsikos Cepriii
OnexkciiioBuy.

3n06yBay Mae 11 HaykoBux myOmiKariii, 3 akux 4 crarti HaJIpyKOBaHO B
HAYKOBUX (axOBUX BUAAHHSX YKpaiHW, 2 CTaTTi B HAYKOBHX (haXOBUX BHUIAHHSX
IHO3EMHHX JIepKaB, 30Kpema:
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VY auckycii B3sUIM y4acTh rojioBa i 4IEHH CIeliai3oBaHOl BYEHOT pagu Ta
IIPUCYTHI Ha 3aXMUCTi (axiBIii.

Illnnkesny Onena CesiTocnaBiBHA, TOKTOP TEXHIYHHX Hayk, mpodecop,
npodecop kaheapu NPoLECiB Ta anapaTiB B TEXHOJOTII OYAiBENIbHUX MaTepianis
OneceKoi epxaBHOI akaeMii Oy [iBHUIITBA Ta apXiTEKTypH:

- be3 3aysadicens.

Kponusuuubka Tersina IlaBaiBHa, TOKTOp TexHIYHMX Hayk, mpodecop,
npodecop kapenpu OyniBenbHOro BHPOOHHITBA HalioHAIBHOTO yHiBEpCHTETY
«JIpBiBChKa MmomiTexHika» (M. JIbBIB):

- be3 3aysadicens.

Mapuyk Biraniii BikTopoBu4, KaHIHIAaT TEXHIYHUX HAYK, JOLEHT, JOLEHT
xadenpu TexHoorii OyniBensHUX BHpOOIB i Marepiano3HaBcTBa HarioHanbpHOTo
YHIBEPCHUTETY BOJHOIO rOCIIOAAPCTBA Ta PUPOAOKOPUCTYBaHHs (M. PiBHe):

- be3 3aysadicens.

MiwyTin Anapid BoioauMHpOBHY, TOKTOp TEXHIYHHX HAyK, mpodecop,
npogecop kaheapu aBTOMOGUIBHUX JOpir Ta aepoiapoMmiB OnechbKoi JepikKaBHOI
axkajieMii Oy/lIBHUIITBA Ta apXiTEKTYPH:

- be3 3aysadicens.

MapruHoB Bosnogumup IBaHOBHY, JOKTOp TeXHIYHHMX HayK, mpodecop,
BUKOHYIOUMH OOOB’A3KM 3aBigyBaua KadeIpd BHPOOHHLTBA OyiBeTHHUX
KOHCTPYKLi# Opechkoi nepxaBHOI akageMii Oy JiBHULITBA Ta apXiTEKTypH.

- be3 3aysadicenn.

Pe3ynpratu Bigkpuroro

rOJIOCYBaHHS:
"3a" 5 uneHiB pamwy,
"IIpotu" 0 uneHiB paay,

Ha migcraBi pe3ynbTaTiB BiIKPUTOro roiocyBaHHS CIeLiani3oBaHa BuYeHA
pana I® 41.085.019 mpucymkye YuctsikoBy Apremy OleKcaHApOBHYy CTYIEHb
noktopa ¢utocodii 3 ramysi 3HaHb 19 — ApxirekTypa Ta O6ymiBHMLTBO 3a
crenianbHicTio 192 — Bynis
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